251. ASPHALT PAVING








1.	Applicability





This specification is applicable for work required to place or replace asphalt paving as may have been removed to install curb and gutters, drainage ditches or other works of improvement, or to install new road paving.





2.	Material Specification





No Material Specifications are required other than those stated in Sections 2 and 7.  Section 7 also refers to the State of California Standard Specifications.





3.	Items to be included in Contract Specifications "ITEMS OF WORK AND CONSTRUCTION DETAILS" or Drawings.





a.	Roller criteria specific to job, weight, size, vibrating/non-vibrating, rubber/steel.  This information can be found in Section 39 of State of California Standard Specifications.





b.	Field Density Procedures, or ASTM D-1188, D-2950.  It is advisable to


specify a method specification as in Section 30-6.03, Compacting in the


State of California Standard Specifications, to avoid having to hire a lab to do the testing as NRCS does not have the equipment to test asphalt or the small amount of asphalt paving installed.





c.	Joints between successive runs and joints between or not-to existing paving.





d.	Special details for man-holes, storm drains, vaults or other structures.





e.	Tack coat as applicable.





f.	Asphalt content density ASTM D-4125 (Nuclear)
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